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Uptake of poly-dispersed acid functionalized single-walled carbon nanotubes (AF-SWCNTs) in resting and activated B and T cells was 
studied by using fluorescence tagged AF-SWCNTs. Activated B and T cells (activated by LPS and staphylococcal enterotoxin B respectively), 
internalized substantially higher amounts of AF-SWCNTs as compared to the resting cells. The uptake of AF-SWCNTs was significantly 
elevated in both dividing and non-dividing T and B cells activated cultures but the increase was significantly more for dividing cells. Confocal 
microscopy indicated poor uptake of AF-SWCNTs by resting B and T cells whereas much higher uptake was seen in activated B and T 
cells. Effect of AF-SWCNTs on the kinetics of accumulation of live B and T cells in activated and proliferating cultures indicated that AF- 
SWCNTs exerted significantly higher cytotoxic effect on activated B and T cells as compared to resting control cells. Targeting of AF-
SWCNTs specifically to activated cells in a mixture of resting and activated B and T cells was also demonstrated. Uptake of AF-SWCNTs was 
significantly lower at 4C as compared to 37C indicating that active uptake mechanisms were involved in AF-SWCNT uptake. Testing the 
effect of several known inhibitors of different pathways utilized by cells to internalize particles (chlorpromazine hydrochloride, cytochalasin 
D, wortmannin and filipin), indicated that these inhibitors had minimal effect on the AF-SWCNT uptake in resting B and T cells but significant 
effects were observed when activated B and T  cells were used. Overall our results show that activated B and T lymphocytes internalize 
substantially more AF-SWCNTs as compared to resting cells and open up the possibility of specific targeting of activated lymphocytes to 
abrogate these cell populations in vivo

Introduction
Carbon nanotubes (CNTs) were first synthesized about 25 years ago[1,2] 
and due to their unique physico-chemical properties, rapidly found 
potential usage in industry[3-7] as well as in bio- medical fields.[8-11] Pristine 
single walled carbon nanotubes (SWCNTs) are highly hydrophobic and 
agglomerate strongly to form insoluble clusters that do not interact 
efficiently with cells.[12] Acid functionalized SWCNTs (AF-SWCNTs) 
produced by treatment of SWCNTs with acids at high temperature and 
pressure, become hydrophilic, are easily dispersed in aqueous media 
and interact efficiently with cells.[13,14] Several studies in literature have 
focused on the interactions of SWCNTs with the immune system.
[15-21] We have reported on the interactions of AF-SWCNTs with T cells 
and natural killer (NK) cells and found that in both cases, AF- SWCNTs 
down regulate the generation of cytotoxic T cell response and NK cell 
activation response in vitro and in vivo.[22,23] We have also found down 
regulation of antigen presentation by macrophages as well as primary 
lung epithelial cells upon exposure to AF-SWCNTs.[24]

In the present study, we have focused upon the changes in uptake of AF-
SWCNTs upon activation of B and T lymphocytes by lipopolysaccharide 
(LPS) and T cell super-antigen staphylococcal enterotoxin B (SEB) 
respectively. We found that activated B and T cells internalize 
significantly greater amounts of AF-SWCNTs as compared to the 
resting B and T cells. Confocal microscopic studies indicated that while 
the AF-SWCNTs were essentially localized around the cell membrane 
of resting B and T cells, activated B and T cells actively internalized 
the AF-SWCNTs that were well dispersed within the activated B and T 
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cells. Significantly more uptake of AF-SWCNTs was noted in a mixture 
of resting and activated lymphocytes where AF-SWCNTs were found 
to be specifically targeted to activated cells. Effects of some inhibitors 
of various mechanisms of membrane transport were examined on AF- 
SWCNT uptake by resting and activated B and T cells in order to gain 
some insight into the mechanism of uptake. These results would help 
advance our understanding of interactions of carbon nanotubes with 
lymphocytes with special focus on differences between resting and 
activated lymphocytes and the possible use of AF-SWCNTs in targeted 
therapies in vivo. Further, these observations open up the possibility 
of in vivo depletion of activated T or B cells by AF-SWCNTs in clinical 
situations where abrogation of activated T or B cells may be beneficial.
Materials and Methods
Animals
Inbred C57BL/6 mice (8-15 weeks old, 20-25g body weight) were used 
throughout the study. Animals were maintained in the animal house 
facility at South Asian University (SAU), New  Delhi, and obtained from 
the National Institute of Nutrition (NIN), Hyderabad. Animals were 
housed in positive pressure air-conditioned units (250C, 50 % relative 
humidity) and kept on a 12 hour light/dark cycle. Water and chow were 
provided ad libitum. All the experimental protocols were conducted 
strictly in compliance with the guidelines notified by the Committee 
for the Purpose of Control and Supervision on Experiments on Animals 
(CPCSEA), Ministry of Environment and Forest (www.envfor.nic.in/
divisions/awd/cpcsea_laboratory.pdf). The study was duly approved 
by SAU Institutional Animal Ethics Committee (IAEC project approval 
code: SAU/IAEC/2016/02).

Reagents and other supplies
Single-walled carbon nanotubes (Cat# 775535, > 95 % carbon basis), 
N-Hydroxysuccinimide (NHS), 1-ethyl-3-(3-dimethylaminopropyl) 
carbodiimide (EDAC), 2-(N-morpholino) ethane sulfonic acid (MES), 
lipopolysaccharide (LPS) from Escherichia coli O26:B6, staphylococcal 
enterotoxin B (SEB) from Staphylococcus aureus were purchased from 
Sigma Aldrich (St. Louis, MO, USA). Chlorpromazine hydrochloride, 
cytochalasin D, wortmannin and filipin were purchased from Sigma 
Aldrich (India). Alexafluor 633 hydrazide was from Molecular Probes 
(Carlsbad, CA, USA). RPMI1640 medium (with 2mM glutamine, 1mM 
sodium pyruvate, 4.5 gm glucose/litre, 10mM HEPES, 1.5 gm/litre 
sodium bicarbonate and 20μg/ml gentamycin) and fetal bovine serum 
(FBS) were from Gibco (Carlsbad, CA, USA).Centricon 3kDa centrifugal 
filter device and 100kDa Dialysis tubing was ordered from Millipore 
(Billerica, MA, USA.). Anti- mouse CD16/32 purified, anti-mouse CD3, 
anti-mouse CD19, 7AAD and carboxy fluorescein succinimidyl ester 
(CFSE) were purchased from eBiosciences (San Diego, CA, USA). 
Propidium Iodide and RNase A were from Invitrogen (Carlsbad, CA, 
USA).
Acid functionalization of Single-walled carbon nanotubes:
Acid-functionalized single-walled carbon nanotubes (AF-SWCNTs) 
were prepared as described before[18]. Briefly, SWCNTs (20mg) were 
suspended in 1:1 ratio of concentrated H2SO4 and HNO3 (20 ml) and 
subjected to high pressure microwave treatment where pressure was 
maintained at 20 ± 2 psi, power at 50% of 900W, and temperature 
135-1500C for 3 minutes. After microwave treatment, suspension was 
cooled, diluted three times with water and dialyzed against deionized 
water till the pH was neutral. Dialyzed suspension was lyophilized 

and the powder weighed. Detailed characterization of AF-SWCNTs 
including size and charge distribution, BET surface area and electron 
microscopic changes, have  been reported earlier. [26] Fluorescence 
tagged AF-SWCNTs (FAF-SWCNTs) were obtained by chemically 
tagging the AF-SWCNTs with the fluorochrome Alexa Fluor 633 by 
using the procedure described elsewhere.[25, 26]

Treatment of cells with transport inhibitors
Spleen cells were cultured without and with LPS/SEB (5 µg/ml) for 48 
hours and 72 hours respectively and were treated with chlorpromazine 
hydrochloride (10 µg/ml),[27] cytochalasin D (4µM),[28] wortmannin (100 
nM)[29, 30] and filipin (1 µg/ml)[31, 32] for 1 hour. After that, FAF- SWCNTs 
(10 µg/ml) were added to the culture and incubation continued for 4 
hours. Cells were harvested, washed and stained with CD19 and CD3 
antibodies and analyzed on a flow cytometer for FAF-SWCNT uptake.
Flow cytometric analysis
Cells to be analyzed were first incubated with Fc block (anti-mouse 
CD16/32 antibody, 0.5 (0.5 µg/106 cells in 100 µl PBS containing 2% FBS) 
for 30 minutes on ice to block Fc receptors present on cells. Cells 
were then stained with various antibodies or with 7AAD as described 
before.[33]

CFSE labeling of cells was done as described before.[34] Briefly, cells 
(100 x 106 in 1 ml PBS) were treated with 10μM carboxy fluorescein 
succinimidyl ester (CFSE) for 10 minutes on ice. Excess dye was 
removed by washing with PBS. Samples were analyzed on FACSverse 
and results analyzed using FACS Diva software.
Confocal Microscopy
For confocal microscopic analysis, cells were incubated with FAF-
SWCNTs (10 µg/ml) for stated periods, stained with CD3/CD19 for 
labeling T and B cells respectively, counterstained with 7AAD and fixed 
with 4% paraformaldehyde. Purified B and T cells (99.5% pure) were 
obtained by cell sorting using FACS Aria III cell sorter. T or B cells were 
deposited on poly-L- Lysine (0.01%) coated coverslips and mounted 
onto glass slides using prolong gold antifade reagent as described 
before.[35] Images were acquired using A1R Laser Confocal Scanning 
Microscope (Nikon, Japan).
Statistical analysis
Each experiment was repeated three times at least. Statistical 
Analysis was performed using Sigma Plot software (Systat software, 
San Jose, CA). Student’s t-test was used to calculate the significance 
level between groups and ANOVA was used to calculate significance 
between and within groups.
Results
Uptake of FAF-SWCNTs by resting and activated T and B 
lymphocytes
LPS is a polyclonal activator of B cells and induces B cell proliferation,[36] 

whereas SEB is a T cell super antigen that induces proliferation in a 
subset of T cells.[37] To study the effect of activation on the cellular 
uptake of AF-SWCNTs, we first studied the time kinetics and dose 
response of LPS and SEB activation. Due to the mitogenic effect of 
LPS and SEB, B and T cells respectively proliferate and accumulate in 
culture. Kinetics of accumulation of B and T cells in LPS and SEB treated 
cultures respectively indicated that maximum B cell accumulation in 
LPS (doses 1 and 5μg/ml) treated cultures was at 48 hours whereas 
for SEB (doses 1 and 5μg/ml) treated cultures, maximum T cell 
accumulation was at 72 hours (Figure 1).
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Figure 1: Activation of B and T lymphocytes by LPS and SEB. Splenocytes were isolated from C57BL/6 mice and were cultured in 
24 well culture plate (1 X 106 cells/ml) with and without LPS/SEB (1 and 5µg/ml) for 24, 48 and 72 hours. Cells were harvested and 
stained with anti-mouse CD19 and anti-mouse CD3 antibody and counterstained with 7AAD to eliminate dead cell population. 
Samples were acquired using FACSverse for percentage of B/T cells. Panel A represents B lymphocytes percentage in absence 
(control) and in presence of LPS; Panel B represents percentage of T lymphocytes with and without SEB. Significance values 
were calculated using paired t-test. *p<0.05, **p<0.01, ***p<0.005.

To study the uptake of FAF-SWCNTs, spleen cells were activated with 
LPS and SEB for 48 and 72 hours respectively, washed and incubated 
with FAF-SWCNTs for 4 hours. Results of flow cytometric analysis of 
these cells are given in Figure 2. Counterstaining with CD3/CD19 and 
7AAD allowed us to gate on live B and T cells and assess the FAF-
SWCNT uptake in terms of percent FAF-SWCNT+ cells as well as the 
mean fluorescence intensity (MFI) of FAF-SWCNT+ cells. Results in 

the panel A and B of Figure 2 show the setting of gate for FAF-SWCNT 
uptake using control B and T cells respectively without exposure to 
FAF-SWCNTs. Data for the uptake of FAF-SWCNTs in control resting B 
and T cells are shown in panel C and D respectively. For activated B and 
T cells, the FAF-SWCNT uptake data is similarly shown in panels E and F
respectively in Figure 2. 

Figure 2: Uptake of FAF-SWCNTs by resting and LPS/SEB activated lymphocytes. Mouse spleen cells (1 x 106 cells/ml/well) were 
activated with LPS or SEB (5 µg/ml) for 48 hours and 72 hours to activate B and T cells respectively and incubated thereafter with 
FAF-SWCNTs (10 µg/ml) for 4 hours. Cells were harvested, washed and stained with anti-mouse CD19 or anti- mouse CD3 antibody and 
counterstained with 7AAD. Cells were analysed on flow cytometer where 50,000 events were recorded. 7AAD negative populations 
were gated and examined for the uptake of FAF-SWCNTs. Representative dot plots of data are shown. Values outside the bracket 
show percentage of cells of same dot plot and values in bracket represent Mean ± SEM of three replicate experiments.
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Data of percentage of cells in each quadrangle of the histograms 
is provided. A marked increase in the uptake of FAF-SWCNTs by 
activated B as well as T cells is clearly seen from these results. Total 
B cells comprised 68.4% of all spleen cells [sum of percentages in UR 
and LR quadrangles in panel C], of which 57.7% [100 x 39.5% / (39.5% 
+ 28.9%)] were positive for FAF-SWCNTs. In LPS activated spleen cell 
cultures, almost 100% of the B cells were FAF-SWCNT positive (panel 
E). Calculated the same way, the proportion of FAF-SWCNT+ T cells 
went up from 18.4% in resting T cells (panel D) to 72.2% in SEB activated 
T cells (panel F). Results of one representative experiment have been 
shown in also given in the figure (see data in brackets in quadrangles 
of different panels).

FAF-SWCNT uptake by dividing and non-dividing activated B 
and T cells.
Above results indicated that activated B and T cells on average took up 
substantially more FAF- SWCNTs as compared to resting B and T cells. 
Activated B and T cell preparations would have cells that have divided 
due to the mitogenic effects of LPS and SEB, as well as cells that are 
activated but have not yet divided. It was important to see the FAF-
SWCNT uptake in these two sub-populations of activated cells since 
the process of cell division (comprising steps like nuclear division, 
cytokinesis and attendant membrane changes) itself may affect the 
uptake of FAF- SWCNTs. In order to clarify this issue, we labeled the 
spleen cells with CFSE dye and activated these cells with LPS and SEB. 
Cells that divide would have lower CFSE stain as the original stain on 
the mother cells gets diluted in the daughter cells. Dividing and non-
dividing B and T cells in LPS and SEB treated cultures respectively 

could thus be gated based upon CFSE stain.
In Figure 3, the distribution of CFSE stain in control resting B cells 
(panel A) and T cells (panel C)  is shown that was used to gate for 
non-dividing B and T cells. Post-activation, dividing and not-dividing B 
and T cells in activated spleen cell cultures could be gated based upon 
CFSE stain (panels B and D). FAF-SWCNT uptake in resting B cells, and 
non-dividing and dividing B cells in LPS activated cultures are shown 
in panels E, F and I respectively. Similar data for resting and activated 
T cells are shown in panels G, H and J. These results show that FAF-
SWCNT uptake (i.e. percentage of FAF-SWCNT+ resting cells) was 37.4 
± 3.1 that went up to 65.8 ± 0.8 for non- dividing activated B cells and 
to 99.9 ± 0.8 in dividing activated B cells. Thus within the LPS activated  
cultures,  dividing B cells  took  up  significantly more  FAF-SWCNTs  
than  the  non-dividing B cells. MFI values (values given in brackets in 
histograms in Figure 3) follow the same pattern. T cell data in panels 
G, H and J is very similar to what was seen for resting and activated B 
cells described above.
Comparison of panels B and D show that far bigger proportion of B 
cells divide in response to LPS as compared to the proportion of T cells 
that divide in response to SEB. This is understandable since LPS is a 
polyclonal B cell activator whereas SEB activates a subset of T cells 
that express TCR with an specific TCR-β chain.[37,38] Also, amongst the 
activated B and T cells (and in resting B and T cells to some extant) 
there seem to be a bi-phasic pattern of FAF- SWCNT uptake. A 
minor yet significant subpopulation of B and T cells seems to have a 
significantly higher uptake of FAF-SWCNTs (panels E, F and I for B cells 
and G, H and J for T cells).

Figure 3: FAF-SWCNT uptake by dividing and non-dividing B and T cells. Spleen cells were labeled with CFSE dye (10 µM). CFSE labeled 
cells (1 x 106/ml) were treated with LPS or SEB (5 µg/ml) with and without FAF-SWCNT (10 µg/ml). Control spleen cells were also 
cultured with FAF-SWCNTs alone for 48 or 72 hours. Resting and activated cells were  harvested after 48 h (LPS treatment) or 72 
hours (SEB treatment), vwashed twice, stained with CD19 and CD3 antibodies, counterstained with 7AAD and analyzed on flow 
cytometer. Live B and T cells were gated on the basis of stain with CD19 /  CD3  antibody  while  excluding 7AAD+ dead cells. Gated 
T and B cells were further analyzed for CFSE stain. Panel A shows the CFSE staining pattern of control B cells, Panel B: LPS activated 
B cells, Panel C: control T cells and Panel D: activated T cells. B and T cells with CFSE stain lower than the control cells were taken as 
dividing cells in activated cultures (panels B and D). Resting and activated (dividing and non-dividing) cell populations were further 
analyzed for FAF-SWCNTs (panels E to J). Percent cells positive for FAF-SWCNT stain in panel B, are indicated in each panel (mean ± 
SEM of three such experiments). Values in brackets represent the corresponding MFI data.
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FAF-SWCNTs uptake by confocal microscopy
FAF-SWCNT uptake was also assessed by confocal microscopy. For 
this purpose, resting and activated spleen cells were pulsed with 
FAF-SWCNTs for 4 hours followed by staining with CD3 and CD19 
antibodies. Pure (>99%) T and B cells were isolated using a BD aria-III 
cell sorter and were examined for FAF-SWCNT uptake under confocal 
microscope. Results in top panel of Figure 4A show the DIC and 
fluorescent images for control resting and LPS activated B cells. These 
results show that there was little uptake of FAF-SWCNTs by resting B 
cells but almost all activated B cells showed significant uptake of FAF-
SWCNTs. Same data for resting and SEB activated T cells are shown 
in the lower panel of Figure 4A. Marked uptake of FAF- SWCNTs by 
activated T cells and relatively low uptake in resting T cells is clearly 
indicated by these results.

In order to assess the distribution of the FAF-SWCNTs internalized 
by resting and activated B and T cells, Z-sectioning of resting and 
activated B and T cells pre-incubated with FAF- SWCNTs was done 
on confocal microscope. Results in Figure 4B show the Z-sections 
of FAF- SWCNT treated resting (top panel) and LPS activated B cells 
(second panel from top). These results indicate that in resting B cells 
the FAF-SWCNTs were essentially localized around the cell membrane 
whereas in activated B cells FAF-SWCNTs were distributed throughout 
the interior of the cell. Similar Z-sectioning of resting and activated T 
cells pre-incubated with FAF-SWCNTs has also been shown in Figure 
4B (lower two panels). In this case also, FAF-SWCNTs were localized 
near cellular membrane in resting T cells whereas in activated T cells 
FAF- SWCNTs were distributed throughout the cell.

Figure 4: FAF-SWCNT uptake in resting and activated cells by confocal microscopy. Splenocytes were isolated and cultured with or 
without LPS or SEB (5 µg/ml). Control and activated cells were incubated with FAF-SWCNTs (10 µg/ml for 4 hours). Cells were harvested 
and stained with FITC anti-mouse CD19 or CD3 antibody. Pure preparations of B and T cells (7AAD negative) were isolated by using a 
FACSAria III cell sorter. Purified B / T cells (purity 99%) were adhered onto poly-l-lysine coated coverslip, dried and were mounted on glass 
slide using prolong gold antifade reagent and analyzed using Nikon A1R Laser Confocal Scanning Microscope. Panel A shows uptake/ 
binding of FAF-SWCNTs in resting and activated B and T lymphocytes. Panel B represents Z sectioning images showing localization of 
FAF-SWCNTs inside the cell. Magnification 100X.

Cytotoxicity of AF-SWCNTs towards resting and activated T 
and B cells
Confocal microscopy data revealed that AF-SWCNTs were internalized 
by activated cells but in resting cells they were localized around the cell 
membrane. We further evaluated whether this internalization of AF-
SWCNTs results in cytotoxicity towards resting and activated cells. To 
assess this, spleen cells were activated with LPS or SEB and incubated 
with AF-SWCNTs (10 and 50 µg/ml) for 4, 12, 24 and 48 h. At each 
time point total live cell counts in cell cultures was determined using 
trypan blue staining. Cells were simultaneously stained with B and T 
cell markers and 7AAD (marker for dead cells) and percentages of live 

(7AAD negative) B and T cells in the cell preparations were determined 
on a flow cytometer (Figure 5). Knowing the total surviving cell in the 
cultures and the percentage of B and T cells, absolute counts of live B 
and T cells in cultures could be calculated. Results in Figure 5 show that 
while the exposure to AF- SWCNTs resulted in lower live B and T cell 
recoveries in both resting and activated cell cultures, the magnitude 
of cytotoxicity was substantially higher for activated B and T cells as 
compared to the controls. These results show that activated B and T 
cells that internalized significantly larger amounts of AF-SWCNTs also 
show a markedly higher cytotoxicity response than resting cells.
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Figure 5: Absolute cell count of resting and activated B and T cells after treatment with AF- SWCNTs indicating cytotoxicity of AF-
SWCNTs. Spleen cells (1.5 x 106 cells/ml) were seeded in 24 well culture plate in absence (resting cells) and in presence (activated cells) 
of LPS (5 μg/ml) and SEB (5 μg/ml). After 48 h of LPS incubation and 72 h of SEB incubation cells were treated with AF-SWCNTs (10 
and 50 μg/ml) for 12, 24 and 48 h (In resting cells, AF-SWCNTs treatment was given at the time of seeding). Cells were harvested after 
respective time points and stain with 0.4 % trypan blue dye in 1:1 ratio and number of viable cells were counted. Simultaneously, at each 
time point, aliquots of cells were also stained with anti CD19 or CD3 antibody, counterstained with 7AAD and analyzed on FACS verse 
to determine the percentage of live B and T cells in the suspensions. Absolute recovery of live T and B cells in resting and activated 
cultures were determined. Each point in the graphs represents mean cell count ± SEM of triplicates. ANOVA was performed to calculate 
level of significance between curves for control and activated cells. Upper left panel (resting B cell), F ratio for A vs. B comparison =0.73 
(not significant, NS); A vs. C comparison F ratio = 1.13 (NS). Upper right panel (activated B cells), F ratio A vs. B= 7.99 (p<0.05); F ratio A 
vs. C comparison = 22.63 (p<0.01). Lower left panel (resting T cells), F ratio A vs. B comparison = 0.04 (NS); F ratio A vs. C comparison 
=1.60 (NS). Lower right panel (activated T cells), F ratio A vs. B comparison = 6.32 (p<0.05); F ratio A vs. C comparison = 7.89 (p<0.05).

Specific targeting of FAF-SWCNTs to activated lymphocytes
Results so far indicate that activated B and T cells take up significantly 
greater amounts of FAF- SWCNTs as compared to control resting 
lymphocytes and the enhanced uptake using MFI parameter is more 
in activated B cells than in activated T cells. We further examined 
whether, in a mixed population of resting and activated lymphocytes, 
FAF-SWCNTs would be specifically targeted to activated cells. For this 
purpose, we activated spleen cells with LPS or SEB and mixed them 
with resting spleen cells (pre-labeled with a fluorescent tracking dye 
carboxy fluorescein succinimidyl ester (CFSE) in a 1:1 ratio. This mixtures 
of activated and resting cells were incubated with FAF-SWCNTs for 4 

hours followed by flow cytometric analysis of FAF- SWCNT uptake in 
resting and activated B and T cells that could be gated based upon 
CFSE stain. As controls, resting and activated spleen cells were similarly 
incubated with FAF- SWCNTs separately also, so that FAF-SWCNT 
uptake could be compared in resting and activated cells in isolation 
as well as in mixtures. Results in Figure 6 essentially show that the 
uptake of FAF-SWCNTs in control and activated B and T cells were 
comparable whether the cells were exposed to FAF-SWCNTs alone 
or in mixtures. These results suggest that in a mixture of resting and 
activated lymphocytes, FAF-SWCNTs would be specifically targeted to 
activated B and T cells.
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Figure 6: Targeting of AF-SWCNTs to activated B and T cells in a mixture of control and activated spleen cells. Fresh spleen cells 
(containing control resting B and T cells) were stained with CFSE. LPS/SEB activated cells (not labelled with CFSE) were mixed with 
resting CFSE labeled cells in a 1:1 ratio and incubated with FAF-SWCNTs (10μg/ml) for 4 hours. LPS and SEB activated spleen cell 
preparations were also separately incubated with FAF-SWCNTs (10 μg/ml). All cell preparations were stained with CD19 and CD3 
antibodies and counterstained with 7AAD and analyzed on flow cytometer. Gated live B and T cells in all cell preparations were 
examined for the uptake of FAF-SWCNTs. Panel A and B shows the gating of CFSE positive (resting) and CFSE negative (activated) B/T 
cells. Panel C and D shows uptake of FAF-SWCNT in resting cells present in mixture and Panel E and F represent FAF-SWCNT uptake 
in activated cells present in mixture. Values here represent percentage of FAF-SWCNT uptake ± SEM of three replicate experiments.

Mechanism of FAF-SWCNT uptake in resting and activated B 
and T cells:
To gain an insight into the mechanism of uptake of FAF-SWCNTs in 
resting and activated lymphocytes, we studied the FAF-SWCNT uptake 
in resting and activated B and T cells at 4C and 37C. The idea being 
that if the internalization of FAF-SWCNT is an energy dependent 
process, it may slow down at 4C. Results in the panel A and B of in 
Figure 7 show that the uptake of FAF-SWCNTs by both control and LPS 
activated B cells was significantly lower at 4C. In case of T cells, uptake 
by control T cells was not affected at 4 C whereas for activated T cells, 
a significant decline was seen. These results indicate that the uptake of 
FAF-SWCNTs by resting and activated B cells and activated T cells may 
at least partially be an energy dependent process.
Further, we tested the effects of four inhibitors that interfere with 
different specific membrane transport mechanisms, on the FAF-

SWCNT uptake in resting and activated B and T cells. The inhibitors we 
used were chlorpromazine hydrochloride (inhibits clathrin mediated 
endocytosis), cytochalasin D (inhibits phagocytosis), wortmannin 
(inhibits micro-pinocytosis) and filipin (inhibits caveolae mediated 
endocytosis). Results of these experiments are given in panels C to 
F of Figure 7. These results indicate that (a) FAF-SWCNT uptake in 
control B cells is mildly yet significantly inhibited by all four inhibitors; 
(b) in activated B cells none of the inhibitors had any effect on FAF-
SWCNT uptake in LPS activated B cells; (c) in control T cells, all 
inhibitors had some inhibitory effect on FAF-SWCNT uptake; and, (d) 
in SEB activated T cells chloropromazine and wortmannin partially 
inhibited the uptake whereas cytochalasin D and filipin did not have 
a significant effect. Overall, these results indicate that several known 
mechanisms of cellular uptake may contribute in varying degrees, to 
the internalization of FAF- SWCNTs in resting and activated B and T 
cells.
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Figure 7: Effect of temperature and various transport inhibitors on the uptake of FAF- SWCNTs. Spleen cells (1x106 cells/ml) were cultured 
in two different set of plates with LPS/SEB at 37C for 48 and 72 hours respectively. Kept one of the plates containing activated cells at 
4C to maintain the temperature. Thereafter, FAF-SWCNT (10 µg/ml) was added and incubation continued for 4 hours at 4C or 37C. Fresh 
spleen cells were taken as controls. Effect of low temperature on FAF-SWCNT uptake in terms of % FAF-SWCNT positive B and T cells 
(panel A) or MFI of FAF-SWCNT uptake (panel B) ± SEM are depicted in top two panels. In panels C to F, effect of various inhibitors of 
membrane uptake on FAF-SWCNT uptake is similarly depicted. Control and LPS/SEB activated spleen cells were treated with different 
inhibitors of cellular uptake [chlorpromazine hydrochloride (10 µg/ml), cytochalasin D (4 µM), wortmannin (100 nM) and filipin (1 µg/
ml)] for 1 hour at 37C. Following which FAF-SWCNTs (10 µg/ml) were added to the cells and incubation continued for 4 hours at 37C. Cells 
were harvested, washed and stained with anti-mouse CD19 and anti-mouse CD3 antibody (for gating on B and T cells) and uptake of FAF-
SWCNT by gated B and T cells was determined on flow cytometer. All data points represent mean ± SEM of three replicate experiments. 
Significance values were calculated for the effect of low temperature and transport inhibitors within control and activated B and T cell 
populations. *p<0.05, **p<0.01, ***p<0.005.
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Discussion
T and B lymphocytes play a central role in adaptive immunity. Antigens 
presented in association with MHC molecules by antigen presenting 
cells, activate specific T-helper lymphocytes.[39,40] B cell receptors 
comprising antibody molecule bind to native antigen and for activation 
require a second signal through specific antigen reactive T helper cells.
[41] In both cases, active proliferation and clonal expansion of T and 
B cells follow that is required for the generation of adaptive immune 
responses. T and B cells in lymphoid organs may thus  exist either in 
a resting un-activated phase or as activated cells undergoing rapid 
proliferation. The current investigation was aimed at determining 
if and how the uptake of carbon nanotubes differs in resting and 
activated B and T lymphocytes. It is important to understand the 
interactions between resting and activated lymphocytes and the 
carbon nanotubes since the latter are increasingly being explored 
as carriers in drug targeting studies in vivo.[42-45] A clear insight in the 
differential uptake of AF-SWCNTs would help in devising strategies to 
target activated cell populations. In addition, activated lymphocytes 
have been likened to rapidly proliferating tumor cells[46-47] and data 
with respect to the interactions between activated lymphocytes and 
carbon nanotubes may provide useful insight into the interactions of 
carbon nanotubes with activated/proliferating cells in general.
Bacterial lipopolysaccharide (LPS) was used to activate B cell whereas 
staphylococcus enterotoxin B (SEB) was used to activate T cells. It 
should be noted that whereas LPS activates all B cells,[36] SEB is a super-
antigen that activates a subpopulation of T cells that have a specific TCR 
β-chain capable of binding the SEB.[37] Nevertheless, both LPS and SEB 
induced marked proliferation in B and T cells respectively, and in both 
cases, activated cells took up much more AF-SWCNTs as compared 
to the control cells. It is important to ask whether the enhanced FAF- 
SWCNT uptake in activated B and T cells is just a consequence of cell 
division induced by LPS and SEB. Dividing B and T cells in activated 
cultures may pass through multiple stages of cell division that may 
be associated with enhanced membrane permeability. We used 
the tracking dye CFSE to gate on dividing and non-dividing B/T cells 
in activated cultures and found that dividing cells indeed had the 
maximum uptake of FAF-SWCNTs. Nonetheless, non-dividing cells in 
activated cultures also had FAF-SWCNT uptake that was significantly 
higher than that inresting cells. Thus enhanced FAF-SWCNT uptake in 
activated B and T cell preparations is not a consequence of cell division 
activity alone.
Confocal microscopy as well as z-sectioning studies further revealed 
that the localization of AF-SWCNTs was essentially confined to the 
cell membrane in case of resting B and T cells whereas for activated 
B and T cells the AF-SWCNTs were localized throughout the cellular 
cytoplasm. It seems therefore that in resting B and T cells, FAF-
SWCNTs may predominantly adhere to cell membranes but active 
transport across the membrane may only be triggered by cell 
activation. Our results also clearly show that activated T and B cells 
not only have substantially higher intake of AF-SWCNTs but also cause 
significantly higher cytotoxicity in activated cells. Substantially higher 
cellular intake as well as cytotoxicity opens up the possibility of using 
AF- SWCNTs for targeting and killing activated B and T cells in vivo. 
AF-SWCNTs treatment could be beneficial in cases where a run-away 
immune activation may need to be curtailed, as in auto- immune 
diseases and in cases where transformed B/T cells result in actively 
proliferating leukemia. In such situations however, it is necessary 
to show that in a mixture of resting and activated lymphocytes (as 
would be the case in vivo) the AF-SWCNTs are specifically targeted to 
activated cells. Our results in Figure 6 clearly shows that in mixtures 
of resting and activated cells, AF-SWCNTs were specifically targeted 

to activated cells.
Mechanism of uptake of AF-SWCNTs in resting and activated B and T 
cells is not clear. Our results of a partial inhibition of uptake at low 
temperature suggests that active transport of the nanotubes may 
at least partially be responsible for internalization of AF-SWCNTs. In 
Figure 7, we have tested the effect of four different types of inhibitors 
of membrane transport on uptake of AF-SWCNTs by resting and 
activated B and T cells. A qualitative difference in the mechanism of AF-
SWCNT uptake between activated B and T cells was suggested by the 
fact that none of the inhibitors we tried had any effect on enhanced 
uptake in activated B cells whereas, in activated T cells, Chlorpromazine 
(inhibitor of clathrin mediated transport) and Wortmannin (inhibitor 
of micro-pinocytosis) significantly reduced the uptake of AF-SWCNTs. 
In resting B and T cells a mild inhibition of uptake of AF-SWCNTs was 
seen with all inhibitors. It is likely that the uptake of carbon nanotubes 
may proceed through a variety of mechanisms. Further work would 
be needed to elucidate the mechanisms that participate in the uptake 
of carbon nanotubes by resting and activated lymphocytes. However, 
substantial enhancement in the uptake of AF-SWCNTs by activated B/T 
cells opens up the possibility of using this agent for targeting activated 
lymphocytes.
Funding: This work was supported by Department of Science and 
Technology, Government of India, Nano-sciences Mission grant 
number SR/NM/NS-1219 and JC Bose award to RKS. TSD received 
fellowship support from the Indian Council of Medical Research, New 
Delhi.
Disclosure Statement: Authors report no conflict of interest.
Acknowledgement: Research funding from the Department of 
Science and Technology, Government of India, and fellowship support 
to TSD from ICMR are gratefully acknowledged.
References
1. Ebbessen TW, Ajayan PM. Large scale synthesis of carbon nanotubes. 
Nature (London).1992; 358:220.
2. Iijima S, Ichihashi T. Single shell carbon nanotubes of 1nm diameter. 
Nature (London).1993; 363:603.
3. Collins PC, Arnold MS, Avouris P. Engineering carbon nanotubes and 
nanotube circuits using electrical breakdown. Science. 2001; 292:706.
4. Popov VN. Carbon nanotubes: Properties and applications. Mat Sci 
Eng. 2004; 43:61- 102.
5. Barone PW, Bai KS, Heller DA, Strano MS. Near infrared optical 
sensors based on single-walled carbon nanotubes. Nature mat. 2005; 
4(1):86-92.
6. Paradise M and Goswami T. Carbon nanotube production and 
industrial applications. Mater Des. 2007; 28:1477-1489.
7. deVolder MF, Tawfick SH, Baughman RH, Hart AJ. Carbon 
nanotubes: Present and future commercial applications. Science. 2013; 
339(6119):535-539.
8. Wu W, Weickowski S, Pastorium G, Benincasa M, Kump C, Braind JP, 
Gennaro R, Prato M, Bianco A. Targeted delivery of amphoterecin B 
to cells by using functionalized carbon nanotubes. AngrewChemInt Ed. 
2005; 44:6358-6362.
9. Kostarelos K, Bianco A and Prato M. Promises, facts and challenges 
for carbon nanotubes in imaging and therapeutics. Nature Nanotechnol. 
2009; 4:627-633.
10. Liu Z, Tabakman S, Welsher K, Dai H. Carbon nanotubes in cell 
biology and medicine: in vitro and in vivo detection, imaging and drug 
delivery. Nano Res. 2009; 2:85-120.
11. deFaria PC, des Santos Li, Coelho JP. Oxidized multi-walled carbon 
nanotubes as antigen delivery system to promote superior CD(8+) 
T cell response and protection against cancer. Nano lett. 2014; 

24

https://www.nature.com/articles/358220a0
https://www.nature.com/articles/358220a0
https://www.nature.com/articles/363603a0
https://www.nature.com/articles/363603a0
https://science.sciencemag.org/content/292/5517/706
https://science.sciencemag.org/content/292/5517/706
http://chemsites.chem.rutgers.edu/~kyc/pdf/491/cuneo/cuneo 1.pdf
http://chemsites.chem.rutgers.edu/~kyc/pdf/491/cuneo/cuneo 1.pdf
https://www.ncbi.nlm.nih.gov/pubmed/15592477
https://www.ncbi.nlm.nih.gov/pubmed/15592477
https://www.ncbi.nlm.nih.gov/pubmed/15592477
https://www.ncbi.nlm.nih.gov/pubmed/16138384
https://www.ncbi.nlm.nih.gov/pubmed/16138384
https://www.ncbi.nlm.nih.gov/pubmed/16138384
https://www.nature.com/articles/nnano.2009.241
https://www.nature.com/articles/nnano.2009.241
https://www.nature.com/articles/nnano.2009.241
https://link.springer.com/article/10.1007/s12274-009-9009-8
https://link.springer.com/article/10.1007/s12274-009-9009-8
https://link.springer.com/article/10.1007/s12274-009-9009-8
https://www.ncbi.nlm.nih.gov/pubmed/25115645
https://www.ncbi.nlm.nih.gov/pubmed/25115645
https://www.ncbi.nlm.nih.gov/pubmed/25115645


International Journal of Nanotechnology in Medicine & Engineering Volume 4 Issue 3, July  2019

Citation: Rajiv K. Saxena et al. (2019) Activation of T and B Lymphocytes Induces Increased Uptake of Poly-Dispersed Single-Walled Carbon Nano-
tubes and Enhanced Cytotoxicity. Int J Nano Med & Eng. 4:3, 16-25

14(9):5458-5470.
12. Saxena RK, Williams W, McGee JK, Daniels MJ, Boykin E, Gilmour 
MI. Enhanced in vitro and in vivo toxicity of poly-dispersed acid-
functionalized single walled carbon nanotubes. Nanotoxicology. 2007; 
1:291-300.
13. Tong H, McGee JK, Saxena RK, Kodavanti VA, Devlin RB, Gilmour MI. 
Influence of acid-functionalization on the cardio pulmonary toxicity 
of carbon nanotubes and carbon black particles in mice. Toxicol App 
Pharmacol. 2009; 239:224-232.
14. Davis VA, Parra-Vasquez ANG, Green MJ, Rai PK, Behabtu N, Prieto 
V. True solutions of single walled carbon nanotubes for assembly into 
macroscopic materials. Nature Nanotechnology. 2009; 4:830-834.
15. Shvedova AA, Fabisiak JP, Kisin ER, et al. Sequential exposure to 
carbon nanotubes and bacteria enhances pulmonary inflammation 
and infectivity. Am J Respir Cell Mol Bio.2008; 38(5):579-590.
16. Dobrovolskaia MA, Germolec DR, Weaver JL. Evaluation of 
nanoparticle immunotoxicity. Nature Nanotechnology. 2009; 4:411-414.
17. Nygaard UC, Hansen JS, Samuelson M. Single walled and multi-
walled carbon nanotubes promote allergic immune response in mice. 
Toxicol Sci. 2009; 109:113-123.
18. Sachar S and Saxena RK. Cytotoxic effect of poly-dispersed single 
walled carbon nanotubes on mouse erythrocytes. PloS One. 2011; 
6(7):e22032.
19. Sun Z, Liu Z, Meng J. Carbon nanotubes enhance cytotoxicity 
mediated by human lymphocytes in vitro. PloS One.2011; 6(6):e21073.
20. Dong PX, Wan B, Wang ZX, Guo LH, Yang Y, Zhao L. Exposure of 
single –walled carbon nanotubes impairs the functions of primarily 
cultured murine peritoneal macrophages. Nanotoxicology. 2013; 
7:1028-1042.
21. Kim JS, Yu IS. Single- walled carbon nanotubes induce cytotoxicity 
and genotoxicity in phytohemagglutinatinin (PHA) stimulated male 
peripheral blood lymphocytes. J toxicol environ health, part A. 2014; 
77:1141-1153.
22. Alam A, Sachar S, Puri N and Saxena RK. Interactions of poly-
dispersed single- walled Carbon Nanotubes with T cells resulting in 
down regulation of allogeneic  CTL  responses in vitro and in vivo. 
Nanotoxicology. 2013; 7, 1351-1360.
23. Alam A, Puri N, Saxena RK. Uptake of poly-dispersed single-
walled carbon nanotubes and decline of functions in mouse NK cells 
undergoing activation. J  Immunotoxicol.2016; 13(5):758-765.
24. Kumari M, Sachar S, Saxena RK. Loss of proliferation and antigen 
presentation activity following internalization of poly-dispersed 
carbon nanotubes by primary lung epithelial cells. PloS One. 2012; 
7:e31890.
25. Reeves JP and Reeves PA. Selected surgical procedures: removal of 
lymphoid organs.Curr Protoc Immunol. 1991; 1.9.1-1.9.3
26. Dutt TS, Mia Md. B, Saxena RK. Elevated internalization and 
cytotoxicity of poly-dispersed single-walled carbon nanotubes in 
activated B cells can be basis for preferential depletion of activated 
B cells in vivo. Nanotoxicology. 2019; DOI:10.1080/17435390.2019.159
3541
27. dos Santos T, Varela J, Lynch I, Salvati A, Dawson KA. Effects of 
transport inhibitors on the cellular uptake of carboxylated polystyrene 

nanoparticles in different cell lines. PLoS One, 2011, 6 (9); e24438.
28. Kuhn DA, Vanhecke D, Michen B, Blank F, Gehr P, Petrifink A, 
Rutihauser B. Different endocytic uptake mechanisms for nanoparticles 
in epithelial cells and macrophages. Beilstein J Nanotechnol. 2014; 
5:1625-1636.
29. Tian J, Zhang X, Wu H, Liu C, Li Z, Hu X, Su S, Wang LI, Qu L. Blocking 
the PI3K/ AKT pathway enhances mammalian reovirus replication by 
repressing IFN stimulated genes. Front Microbiol, 2015; 6:886
30. Wymann MP, Bulgarelli LG, MJ, Pirola L et al. Wortmannin 
inactivates phosphoinositide 3 kinase by covalent modification of lys-
802, a residue involved in the phosphate transfer reaction. Molcellbiol, 
1996; 16(4): 1722-1733.
31. Roger E, Lagarle E, Garcion E, Benoit JP. Lipid nanocarriers improve 
paclitaxel transport throughout human intenstinal epithelial cells by 
using vesicle- mediated transcytosis. J control release, 2009; 140:174-
181.
32. Ma Z, Lim LY. Uptake of chitosan and associated insulin in CaCo 
2 cell monolayers: A comparison between chitosan molecules and 
chitosan nanoparticles. J Pharm Res, 2003, 20(11): 1812-1819
33. Jackson A, Warner N. Preparation, staining and analysis flow 
cytometry of peripheral blood leukocytes. Manual of clinical laboratory, 
immunology, Washington. American Society for Microbiology. 1986; 
226-235.
34. Lyons B, Parish CR, Determination of lymphocyte division by flow 
cytometry. JImmunol Methods.1994; 171:131-137.
35. Greenfields EA. ed., Attaching suspension cells to slides using poly-
l-lysine. Antibodies: A laboratory manual: Cold spring harbor laboratory 
press. 2012.
36. Hoffman MK, Galanos C, Koenig S, Oettgen HF. B cell activation by 
lipopolysaccharide.J Exp Med. 1977; 146:1640-1646.
37. Fleischer B and Schrezenmeier H. T cell stimulation by staphylococcal 
enterotoxins. J Exp Med. 1988; 167:1697-1707.
38. Garvin JS, Koretzky GA, Jordan MS. T cell activation. Annul Rev 
Immunol. 2009; 27:591-619.
39. Blum JS, Wearsch PA, Cresswell P. Pathways of antigen processing. 
Annul Rev Immunol.2013; 31:443-473.
40. Parker DC. T cell dependent B cell activation. Annul Rev Immunol. 
1993; 11:331-360.
41. Batista FD and Harwood NE. The who, how and where of antigen 
presentation to B cells.Nat Rev Immunol. 2009; 9:15-27.
42. Zhang W, Zhang Z, Zhang Y. The application of carbon nanotubes 
in target drug delivery systems for cancer therapy. Nanoscale ResLett. 
2011; 6:555-563.
43. Liu Z, Robinso JT, Tabakman SM Yang K, Dai H. Carbon nanotubes 
for drug delivery and cancer therapy. Mater Today. 2011; 14:7-18.
44. Ahn S, Sco E, Kim K, Lee SJ. Controlled cellular uptake and drug 
efficacy of nanotherapeutics. Sci Rep. 2016; 3:1-10.
45. Hong JH, Son KH, Lee JW. Carbon nanotubes as cancer therapeutic 
carriers and mediators. Int J Nanomedicine. 2016; 11:5163-5185.
46. Altman BJ and Dang CV. Normal and cancer cell metabolism: 
Lymphocytes and lymphoma. FEBS Journal. 2012; 279:2598-2609.
47. Macintyre AN andRathmell JC. Activated lymphocytes as a 
metabolic model for carcinogenesis. Cancer Metab. 2013; 1(5):1-12.

25

https://www.ncbi.nlm.nih.gov/pubmed/25115645
https://www.tandfonline.com/doi/abs/10.1080/17435390701803110
https://www.tandfonline.com/doi/abs/10.1080/17435390701803110
https://www.tandfonline.com/doi/abs/10.1080/17435390701803110
https://www.ncbi.nlm.nih.gov/pubmed/19481103
https://www.ncbi.nlm.nih.gov/pubmed/19481103
https://www.ncbi.nlm.nih.gov/pubmed/19481103
https://www.ncbi.nlm.nih.gov/pubmed/19893518
https://www.ncbi.nlm.nih.gov/pubmed/19893518
https://www.ncbi.nlm.nih.gov/pubmed/18096873
https://www.ncbi.nlm.nih.gov/pubmed/18096873
https://www.ncbi.nlm.nih.gov/pubmed/18096873
https://www.nature.com/articles/nnano.2009.175
https://www.nature.com/articles/nnano.2009.175
https://www.ncbi.nlm.nih.gov/pubmed/19293371
https://www.ncbi.nlm.nih.gov/pubmed/19293371
https://www.ncbi.nlm.nih.gov/pubmed/19293371
https://journals.plos.org/plosone/article?id=10.1371/journal.pone.0022032
https://journals.plos.org/plosone/article?id=10.1371/journal.pone.0022032
https://journals.plos.org/plosone/article?id=10.1371/journal.pone.0022032
https://www.ncbi.nlm.nih.gov/pmc/articles/PMC3120825/
https://www.ncbi.nlm.nih.gov/pmc/articles/PMC3120825/
https://www.ncbi.nlm.nih.gov/pubmed/22632544
https://www.ncbi.nlm.nih.gov/pubmed/22632544
https://www.ncbi.nlm.nih.gov/pubmed/22632544
https://www.ncbi.nlm.nih.gov/pubmed/22632544
https://www.tandfonline.com/doi/abs/10.1080/15287394.2014.917062
https://www.tandfonline.com/doi/abs/10.1080/15287394.2014.917062
https://www.tandfonline.com/doi/abs/10.1080/15287394.2014.917062
https://www.tandfonline.com/doi/abs/10.1080/15287394.2014.917062
https://www.ncbi.nlm.nih.gov/pubmed/23057773
https://www.ncbi.nlm.nih.gov/pubmed/23057773
https://www.ncbi.nlm.nih.gov/pubmed/23057773
https://www.ncbi.nlm.nih.gov/pubmed/23057773
https://www.ncbi.nlm.nih.gov/pubmed/23057773
https://www.ncbi.nlm.nih.gov/pubmed/23057773
https://www.ncbi.nlm.nih.gov/pubmed/23057773
https://www.ncbi.nlm.nih.gov/pmc/articles/PMC3287983/
https://www.ncbi.nlm.nih.gov/pmc/articles/PMC3287983/
https://www.ncbi.nlm.nih.gov/pmc/articles/PMC3287983/
https://www.ncbi.nlm.nih.gov/pmc/articles/PMC3287983/
http://www.edinformatics.com/nanotechnology/self_assembly.htm
http://www.edinformatics.com/nanotechnology/self_assembly.htm
https://www.researchgate.net/publication/333950048_Elevated_internalization_and_cytotoxicity_of_polydispersed_single-walled_carbon_nanotubes_in_activated_B_cells_can_be_basis_for_preferential_depletion_of_activated_B_cells_in_vivo
https://www.researchgate.net/publication/333950048_Elevated_internalization_and_cytotoxicity_of_polydispersed_single-walled_carbon_nanotubes_in_activated_B_cells_can_be_basis_for_preferential_depletion_of_activated_B_cells_in_vivo
https://www.researchgate.net/publication/333950048_Elevated_internalization_and_cytotoxicity_of_polydispersed_single-walled_carbon_nanotubes_in_activated_B_cells_can_be_basis_for_preferential_depletion_of_activated_B_cells_in_vivo
https://www.researchgate.net/publication/333950048_Elevated_internalization_and_cytotoxicity_of_polydispersed_single-walled_carbon_nanotubes_in_activated_B_cells_can_be_basis_for_preferential_depletion_of_activated_B_cells_in_vivo
https://www.researchgate.net/publication/333950048_Elevated_internalization_and_cytotoxicity_of_polydispersed_single-walled_carbon_nanotubes_in_activated_B_cells_can_be_basis_for_preferential_depletion_of_activated_B_cells_in_vivo
https://www.ncbi.nlm.nih.gov/pubmed/21949717
https://www.ncbi.nlm.nih.gov/pubmed/21949717
https://www.ncbi.nlm.nih.gov/pubmed/21949717
https://www.ncbi.nlm.nih.gov/pubmed/25383275
https://www.ncbi.nlm.nih.gov/pubmed/25383275
https://www.ncbi.nlm.nih.gov/pubmed/25383275
https://www.ncbi.nlm.nih.gov/pubmed/26388843
https://www.ncbi.nlm.nih.gov/pubmed/26388843
https://www.ncbi.nlm.nih.gov/pubmed/26388843
https://www.ncbi.nlm.nih.gov/pubmed/8657148
https://www.ncbi.nlm.nih.gov/pubmed/8657148
https://www.ncbi.nlm.nih.gov/pubmed/8657148
https://www.ncbi.nlm.nih.gov/pubmed/8657148
https://www.ncbi.nlm.nih.gov/pubmed/19699246
https://www.ncbi.nlm.nih.gov/pubmed/19699246
https://www.ncbi.nlm.nih.gov/pubmed/19699246
https://www.ncbi.nlm.nih.gov/pubmed/19699246
https://link.springer.com/article/10.1023/B:PHAM.0000003379.76417.3e
https://link.springer.com/article/10.1023/B:PHAM.0000003379.76417.3e
https://link.springer.com/article/10.1023/B:PHAM.0000003379.76417.3e
https://www.ncbi.nlm.nih.gov/pubmed/8176234
https://www.ncbi.nlm.nih.gov/pubmed/8176234
http://antibodiesmanual.org/index.php?prt=160
http://antibodiesmanual.org/index.php?prt=160
http://antibodiesmanual.org/index.php?prt=160
http://jem.rupress.org/content/jem/146/6/1640.full.pdf
http://jem.rupress.org/content/jem/146/6/1640.full.pdf
http://https://pdfs.semanticscholar.org/b707/e74a7f1bd4be7b00c190650fef4bf32c8fa3.pdf
http://https://pdfs.semanticscholar.org/b707/e74a7f1bd4be7b00c190650fef4bf32c8fa3.pdf
https://www.annualreviews.org/doi/abs/10.1146/annurev.immunol.021908.132706
https://www.annualreviews.org/doi/abs/10.1146/annurev.immunol.021908.132706
https://www.ncbi.nlm.nih.gov/pubmed/23298205
https://www.ncbi.nlm.nih.gov/pubmed/23298205
https://www.ncbi.nlm.nih.gov/pubmed/8476565
https://www.ncbi.nlm.nih.gov/pubmed/8476565
https://www.ncbi.nlm.nih.gov/pubmed/19079135
https://www.ncbi.nlm.nih.gov/pubmed/19079135
https://www.ncbi.nlm.nih.gov/pubmed/21995320
https://www.ncbi.nlm.nih.gov/pubmed/21995320
https://www.ncbi.nlm.nih.gov/pubmed/21995320
https://www.sciencedirect.com/science/article/pii/S1369702111701614
https://www.sciencedirect.com/science/article/pii/S1369702111701614
https://www.ncbi.nlm.nih.gov/pubmed/23770621
https://www.ncbi.nlm.nih.gov/pubmed/23770621
https://www.ncbi.nlm.nih.gov/pubmed/27785021
https://www.ncbi.nlm.nih.gov/pubmed/27785021
https://www.ncbi.nlm.nih.gov/pubmed/22672505
https://www.ncbi.nlm.nih.gov/pubmed/22672505
https://www.ncbi.nlm.nih.gov/pmc/articles/PMC3834493/
https://www.ncbi.nlm.nih.gov/pmc/articles/PMC3834493/

